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Test Report

TEST R 1000193395 Ver. 1.0 Report Date:

Test Date:
Received Date:

UL ORDER NO:

AB-0398-T
1000193395
06.01.2017

Jan 04, 20 ERIARD6, 2017

Jan 04, 2017

Test 001

Total Phthalates Content [In House Method] PASS

Note : NC = No Comment ; NA = Not Applicable ; ** = test result(s) will be added later

Note:
1. The results relate only to the items tested.

" Sample 001 is not appliacble for azo test

Sample description assigned by laboratory:

Number of Samples: 1

Sample Number

Description

Sub-Sample Of

001 WHITE PRINTED KNITTED PANEL

001A TRANSPARENT PRINT 001
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UL ORDER NO: Received Date: Jan 04, 2017

Test Performed: Total Phthalates Content [In House Method]

Extraction with organic solvent. Qualitatively and Quantitatively analysed by GC-MS.

Sample Number 001A
Result Requirements

Di-iso-nonyl phthalate, DINP <0.009 % -
Di-n-octyl phthalate, DNOP <0.009 % <1000.0 %
Bis(2-ethylhexyl) phthalate, DEHP <0.009 % <1000.0 %
Diisodecyl phthalate,DIDP <0.009 % -
Dibutyl phthalate,DBP <0.009 % <1000.0 %
Benzyl butyl phthalate,BBP <0.009 % <1000.0 %
Sum of DEHP+DBP+BBP <0.009 % -
Sum of DINP+DIDP+DNOP <0.009 % -
Conclusion PASS

Di-iso-nonyl phthalate,DINP, (CAS No. 28553-12-0/68515-48-0); Di-n-octyl phthalate,DNOP, (CAS No. 117-84-0); Bis(2-
ethylhexyl) phthalate,DEHP, ( CAS No. 117-81-7);

Diisodecyl phthalate,DIDP, (CAS No. 26761-40-0/ 68515-49-0); Dibutyl phthalate,DBP, (CAS No. 84-74-2); Benzyl butyl

phthalate,BBP, (CAS No. 85-68 -7)

***End of Report***
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